National Laboratory Bul Rose Ltd

14, Stancionna Str, 5300 Gabrovo, Bulgaria,
tel. +359 66 817 346, fax: +359 66 817349 www.bulroselab.com

FK 510-1
EXAMINATION PROTOCOL

Ne H 1362-2/ 04.09.2019

1. Product information: Textile: Sample 2/05.08.2019

2. Customer: WIWeB / MAK Ltd. — Gabrovo.

3. Testing methods: ILM PERM_19

4. Date of receipt of samples for examination: 14.08.2019

5. Samples for examination:
Textile: Sample 2/05.08.2019

Ne H 1362-2/31.07.2019
— one sample — one piece

The sample for the testing is taken and delivered at laboratory from a representative of WIWeB

6. Date of testing: 2 - 4.09.2019

crp. 1 oT2



National Laboratory Bul Rose Ltd

14, Stancionna Str, 5300 Gabrovo, Bulgaria,

s

tel. +359 66 817 346, fax: +359 66 817349 www.bulroselab.com

7. Testing results:

Testing
method, Index value and A departure
No Name of characteristics Unit stanfiards o of sample Testing re§ults, tolerance acc.ordmg Condltl'ons of from.the
value and in-lab uncertainty to: Technical testing Testing
approved documentation method *
methods
1. |Content of cis - Permethrin mg/kg 919 = B
Textile:
ILM Sample 2/05.08.2019 Agl(;;g‘g(’)
: PERM_19 Ne H 1362-2/ ¢
2. |Content of trans -P th k - 2298 = ; =
ontent of trans -Permethrin mg/kg 31.07:2019 Agilent5975C
3. |Content of Permethrin - total mg/kg 3217 = -
= Content of Permethrin - total mg/m’ 1070 - -

—_—
/ W ¢
LABORATORY ASSITANT: { HEAD OF LABORATORY: ... oo,

(surname ; signature)
* When applicable.
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